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KANSAS DEPARTMENT OF TRANSPORTATION 

SPECIAL PROVISION TO THE 
STANDARD SPECIFICATIONS, 2015 EDITION 

 
 

SECTION 1201 
 

GENERAL REQUIREMENTS FOR DIVISION 1200 – ASPHALT MATERIALS 

 
 
Page 1200-2, subsection 1201.2e.(2)(b).  Change “per week” to “every two weeks”. 
 
 
Page 1200-2, subsection 1201.2e.(2)(c).  Change “per week” to “every two weeks”. 
 
 
Page 1200-2, subsection 1201.2e.(3)(a).  Change “per week” to “every two weeks”. 
 
 
Page 1200-2, subsection 1201.2e.(3)(b).  Change “per week” to “every two weeks”. 
 
 
Page 1200-3, delete subsection 1201.2i. 
 
 
Page 1200-4, subsection 1201.4a.  Delete the third sentence and replace with the following: 

For each material being qualified or re-qualified, submit samples taken from a production batch, along with 
a copy of the producer's complete AASHTO test results on the same material and a copy of the Material Safety Data 
Sheet (MSDS) to the Engineer of Tests.  
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