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KANSAS DEPARTMENT OF TRANSPORTATION 
SPECIAL PROVISION TO THE 

STANDARD SPECIFICATIONS, 2015 EDITION 
 
 

SECTION 1808 
 

CALCIUM SULFONATE ALKYD SYSTEM 
 
 
Page 1800-12, subsection 1808.2a.(1).  Delete the last sentence of the first paragraph and replace with the 
following: 
Comply with the EPA Federal Register 40 CFR , Part 59, Subpart D, Table 1 for industrial maintenance coatings 
concerning VOC content. 
 
 
Page 1800-12, subsection 1808.2f.  In the last bullet point, change “8” to “9”. 
 
 
Page 1800-13, subsection 1808.4a.  Delete the second sentence and replace with the following: 
Manufacturers desiring prequalification should submit a 1-pint sample of each component to the Engineer of Tests. 
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